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Particle Shape clared Value FIl,,
Particle Size signation Ga 85
Particle Density Declared Value 2.62 Mg/m3
Percentage of crus a Category Coo/3
Resistance to fragment / Category LA,
crushing
Water Absorption Category WA,, 0.5
Composition Content
Total Sulphur Category Sy
Acid-soluble Sulphate Category ASyo
content
Durability against freeze / thaw | Category F; MSg




